Table 3. Pore-size classification. (after Brewer,
R. 1964. Fabric mineral analysis of soils, John
Wiley & Sons).

Class Subclass  Class limits equiva-
lent diameter (um)

Macropores Coarse >5000
Medium 2000-5000
Fine 1000-2000
Very Fine  75-1000
Mesopores 30-75
Micropores 5-30
Ultramicropores 0.1-5

Cryptopores <0.1




